UN38.3 Lithium Battery(Cell) Test Summary
UN38.3 4 it (R th ) i I 22

No. : RZUN2017-4066-M1-TS

Cell or Battery Information Hijh/H 5 S

Name 4 Fi: Primary Coin Lithium Manganese Dioxide Battery /- %1t | Other Physical Description:
: il 411 =X L FOEAH AR

Type/Model #! 5 CR2032 3V 230mAh

Color Fiifa: Silver /4R {4

Shape 1k Button/41#11

FEL ./ EE O A

Completed Battery/Cell Mass

39

[ Belongs to Lithium-ion Battery, the Wh rating is

JE TR E T H /S, TLRTECR

X Belongs to Lithium metal Battery, the Lithium content is
BT AR/ T, EREEN

0.068g

Manufacturer Information #3& 7512 B

Manufacturer: | Changzhou Lithium Batteries Ltd.

& R - M A TR A A

Address: No. 35, Taihu West Road, New North District Changzhou
Hodik: i P T AR XORIIPE % 35 5

Telephone Hiif:

13584598690 | Email HLHE: | zhangping@czliba.com

Website ik

http://www.czliba.com/

Laboratory Information iR = (5 &

Laboratory: Vkan Certification & Testing Co., Ltd.

o e = PRI HARA PR 2 7]

Address: No.3,Tiantaiyi Road, Kaitai Avenue, Science City, Guangzhou P. R. China.
HhhE: HE NTREARIT R RIE R 3 T

Tel Hii%: | 86-020-32293888 | Email Hillls:

| office@cvc.org.cn | Website MiE: | http://www.cvc.org.cn

UN38.3 Test conducted and results UN38.3 RI& T H fl45 1

Test Report ID #&:3013% 75 45

. | RZUN2017-4066-M1 | Date of Test Report il fit % & H#l: | 2019-01-04

Manual of Test and Criteria version / amendment:

GG bR HE TR A S BT TR

ST/SG/AC.10/11/Rev.6/Section 38.3

List of Tests Completed 53R IR IR H i B

Test Items Pass | Fail | Reference to assembled battery testing requirement:
AT H EIE | RN | R TAHE R IR ER

XI T1 Altitude Simulation /= & fi4) X [l X Not applicable

Xl T2 Thermal Test #uhi X [] A&

X T3 Vibration #z%/] X ] ] Applicable, reference to 38.3.3 (f)

DX T4 Shock il X | [ iEHT 38.3.3(f)

XI T5 External Short Circuit #M#F 5 #s | X L] ] Applicable, reference to 38.3.3 (g)

XI T6 Impact/ Crush f#ifi/ #5/E X [] iEHT 38.3.3(9)

[] T7 Overcharge it 7 i ] [] | Other executive standards/H:At 447 Frifk:

X] T8 Forced Discharge #& il il H, X L]

Note: The test results of this summary are only valid for the tested samples listed in

TE: R E KRS RO IR & RZUN2019-3226 551 H Il 3R 5 2L

Title/ER Manager/£18

%, b

Signatory/% & A

Stamp of C\}
CVCEN&E:

LTC-R-4279-UN38.3-A2
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